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Test Method .
™-1 Viscosity 150 gm cylinder @ 5 sec
200 gm 1o 170 cc weter 38 - 40 um
TM-1A Viscosity (wixing water of 170 ce/
200 gm) (Sg T.C., @ 5 RPM, Helipath
" motor on) 150,000 to 325,000 cy
T2 pH (Beckman meter) 8.0 to 9.2‘
TH-3 Tepe Bond @ 70°F, 40-70% RH 9 - 10
TH-3 Tape Bond & 42 F, 50-90% RH 8-9
{after recovery ati rocm temperature)
™-5 Open Time @ 70°F (minutes) - 15 minimum
T™-9 _Shrinkage (cup method), maximun - 32%
TH-10 Edge Cracking € 110°F (normal test) Nore
TM=-12 Grit - percent totsal Al]) passing BQ mesh
screen 0.05%
T™-16 Rate of Wetting tseconds) 30 maximum
T™M-18 Vater Resistance( minutes) 2 minimum
T™-25 Normal Application Consistency, ce 82 - 87
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